
Eng. &Tech.Journal, Vol. 32,Part (B), No.4, 2014    

 
 

Spontaneous Formation of Micro- and Nano-Fibers 
on In-Y Thin Films 

 
 
 
Dr.Ahmed M. H. Al-Ghaban  
Materials Engineering Department, University of Technology/Baghdad 
Email:ahmed_gadom@yahoo.com 
T. Takahashi 
 
 
ABSTRACT  

Large amount of In-rich fibers are found on combinatorial deposited In-Y thin film. 
Sizes, morphologies, and distributions of fibers are most likely dependent on the film 
composition. Oxidation of the film seems to play an important role for the spontaneous 
formation of fibers. Demonstrate a potential application of combinatorial method to study 
fibers. Open a possibility for novel synthesis technique of one dimensional 
nanostructured materials. The results presented could be utilized as a new synthesis 
technique for one-dimensional nanostructured materials. The SEM results improve the 
direct and spontaneous formation of In micro-and nano-fibers. 
 

 یاتریوم-لنظام من الاندیوم التشكیل العفوي لالیاف نانویة ومایكرویة من الاغشیة الرقیقة
 

 الخلاصة
-كمیة كبیرة من الالیاف النانویة الغنیة بالاندیوم وجدت في اغشیة رقیقة مرسبة اندماجیا لنظام الان�دیوم

س��یة عل��ى التركی��ب الكیمی��اوي ی�اتریوم. وج��د ان حج��م وطوبغرافی��ة وتوزی��ع ھ��ذه الالی��اف یعتم��د بص��ورة اسا
للغشاء المرسب. تع�د اكس�دة الغش�اء م�ن ھ�ذا الن�وع لاع�ب اساس�ي ف�ي تش�كیل الالی�اف النانوی�ة والمایكروی�ة 

داد تطبیق�ات تلائ�م ھ�ذا الن�وع م�ن تش�كیل الالی�اف النانوی�ة بشكل عفوي لھذا النظام. تم شرح الیة خاص�ة لاع�
قنی��ات تكوینھ��ا ونموھ��ا. تع��د ھ��ذه الدراس��ة رائ��دة ف��ي ع��رض الی��ة احادی��ة الاتج��اه وف��تح اف��اق جدی��دة لانش��اء ت

نت�ائج المجھ�ر الالكترون�ي الاستفادة من ھذه التقنیة لتشكیل الی�اف نانوی�ة ومایكروی�ة ذات اتج�اه اح�ادي النمو.
 الماسح اثبتت التكوین المباشر والعفوي لالیاف الاندیوم بھذا النظام.

 
INTRODUCTION  

ne-dimensional nanostructured materials also referred to as nanowires, nanorods, 
and nanowhiskers are known to exhibit unique physical and chemical properties 
compared to three-dimensional bulk materials. The attractive properties of 

nanowires provide many potential applications as novel functional nanodevices [1] [2]. 
While many different synthesis techniques for self-organized nanowires have been 
reported such as Vapor-Liquid-Solid (VLS) method [3], solution method [4] [5], laser 
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ablation [6] [7], and thermal evaporation [8] [9], the development of new synthesis 
concepts and techniques for nanowires with well-controlled morphology, growth rate, 
size, crystalline and chemistry is a challenging task. Nanowires are classified roughly into 
two groups based on their growth behavior. Firstly, wires growing from their tips, the 
wire forming species are supplied from vapor and/or liquid phase surrounding. One-
dimensional growth in this case is most commonly facilitated through confinement by a 
liquid droplet. Most synthesis techniques reported so far utilizes this mechanism. 
Secondly, wires are also formed by growth from the roots. A well-known example is the 
spontaneous formation of soft metal (SM) whiskers such as Sn, Cd, and Zn used for 
electroplating materials for electronic components [10] to [12]. In this study large amount 
of In-rich fibers are found on combinatorially deposited In-Y thin film. Sizes, 
morphologies, and distributions of fibers are most likely dependent on the film 
composition. Oxidation of the film seems to play an important role for the spontaneous 
formation of fibers. Demonstrate a potential application of combinatorial method to study 
fibers. Open a possibility for novel synthesis technique of one dimensional 
nanostructured materials. The results presented could be utilized as a new synthesis 
technique for one-dimensional nanostructured materials.  
 
EXPERIMENTAL PROCEDURE  

Compositionally graded In-Y thin films were deposited using the combinatorial 
magnetron sputtering platform schematically shown in Figure (1). Two magnetron 
cathodes equipped with in and Y targets of 39 mm in diameter were placed facing the 
substrate at an angle of approximately 15° with respect to the substrate normal. The 
target-substrate distance was approximately 6 cm. The deposition chamber was evacuated 
prior to depositions to a base pressure of ~10-4 Pa using a turbo molecular pump. The In 
and Y targets were co-sputtered onto a standard 2 inch Si (100) substrate for 30 min at an 
Ar pressure of 0.35 Pa with DC powers of 25 W and 50 W, respectively. The depositions 
were carried out at room temperature, namely without intentional substrate heating.  

Detailed surface investigations were carried out in a scanning electron microscope 
(SEM, JEOL JSM-6480) equipped with an energy dispersive X-ray analyzer (EDX, 
EDAX Genesis 2000). The investigations were focused on a film surface segment 
including compositions close to YIn3 at which an appreciable amount of whiskers was 
observed. For the EDX analysis, In-L, Y-L, and O-K characteristic X-ray lines were used 
for the identification of In, Y, and O, respectively. In-Y compositions were quantified 
using the ZAF method. In addition to the morphological and compositional studies, 
structural analysis was performed by micro X-ray diffraction using a general area 
diffraction detector system (GADDS, Bruker D8) with a collimated X-ray beam (Cu-Kα) 
using a pin-hole collimator with 0.5 mm in diameter. The voltage and current settings 
were 40 kV and 40 mA, respectively. The incident angle of the X-ray beam was fixed at 
15°. 
 
RESULTS AND DISCUSSION 

Exposure of the as-deposited films to atmosphere, In-whiskers were found to form 
spontaneously on certain film surface segments. Figure (2) shows a lab camera 
photograph of an In-Y film kept in atmosphere for 30 hours at room temperature. One 
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can see a variation of film surface appearances along its composition gradient. As it will 
be shown below, this is primarily due to a variation of surface topographical features 
including different size and morphology of In-whisker formation.  

Figure (3) shows a SEM micrograph obtained from a selected area of the film shown 
in Figure (2). After exposure of the film to atmosphere, whiskers are found to grow 
spontaneously on the film surface investigated. According to EDX measurements, no 
evidence for the presence of Y in the whiskers could be detected. The morphology, size, 
and population of In-whiskers appear to be largely dependent on the position along the 
In-Y concentration gradient, and hence on the as-deposited film composition. The In-
whisker diameter observed ranges from ~0.2 μm to a few μm and occasionally even 
larger. It should be noted that such a small size of whiskers with the diameter of, in 
particular, < 1 μm is not common for typical spontaneous Sn-whiskers observed in 
plating. Generally speaking, thin In-whiskers with the diameter of < 1 μm with large 
population are observed at the film compositions close to stoichiometric YIn3 while 
thicker whiskers with smaller population are primarily located at the In-rich side. When 
the Y composition is reduced to approximately 18 at.% (balance to 100 at.% is In), no 
whisker formation is observed, instead, hillock or nodule-like structures appear. Thus, an 
appreciable amount of spontaneous In-whiskering is confined to a narrowly concentration 
range of 18 to 25 at.%Y. To determine the cause for In-whisker formation, film cross-
sections were studied. Fig. 4 provides cross-sectional SEM images obtained from a 
segment of a film exhibiting the growth of In-whiskers after exposure to atmosphere. The 
substrate was cleaved along the composition gradient. Figures (4b and c) display 
whiskers in the upper and lower region of the frame shown in Figure (4a), respectively. 
The growth of In-whiskers with the diameter of a few hundreds nanometers can be seen 
in Figure (4b). Figure (4c) shows cross-sectional as well as surface features of the In-Y 
film after In-whisker formation. In-whiskers are connected to the film surface at their 
roots. In addition, compared with a large tangle of In-whiskers seen from a top view 
Figure (4b), the actual population of roots at the film surface appears to be relatively 
small.  

The spontaneous growth mechanism of In-whiskers from YIn3 thin films presented 
here are believed to be similar to the one proposed previously for rapid Sn-whisker 
formation from RESn3 compounds [13], [14]. Namely, the growth of In-whiskers is 
driven by the preferential reaction of Y with atmosphere to form Y oxides and/or Y 
hydroxides. In the case of Y, the following reactions might occur upon exposure.  

 
4YIn3 + 3O2 → 2Y2O3 + 12In                                                                     … (1) 

 
2YIn3 + 6H2O → 2Y (OH) 3 + 6In + 3H2.                                                                                    ... (2) 

 
These reactions are energetically preferred because of the large exothermic standard 

enthalpies of formation for Y2O3 (-1919.4 kJ/mol [15]) and Y (OH) 3 (-1472.3 kJ/mol 
[16]) compared to that for YIn3 (-41.8 kJ/mol [17]). While the formation of Y2O3 and/or 
Y (OH) 3 provides free in atoms, a large volume expansion occurs. Using molar volumes 
of In (1.57 x 10-5 m3/mol), YIn3 (5.83 x 10-5 m3/mol [18]), Y2O3 (4.49 x 10-5 m3/mol 
[19]), and Y (OH)3 (3.62 x 10-5 m3/mol [20]), one can estimate possible volume changes 
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of +19.3% and +42.9% for the formation of Y2O3 and Y(OH)3, respectively. These large 
expansive volume strain values cause compressive stresses in the film, which eventually 
act as the major driving force for In-whisker extrusion.  

It is also interesting to notice in Figure (4c) that a layer of In is formed at the film-
substrate interface.  

In both cases, the oxygen content in the film increases as the exposure time is 
increased. On the other hand, the in content decreases as In-whiskers grow upon 
exposure. This indicates that the diffusion of in atoms to the roots of growing In-whiskers 
occurs upon exposure. Furthermore, as can be seen for 22 at. %Y, the nucleation and 
subsequent growth of In-whiskers seems to be correlated with the onset of the increase in 
oxygen content in the film. This supports the hypothesis that the formation of Y2O3 
and/or Y (OH) 3 is involved for the growth of In-whiskers upon exposure of In-Y thin 
films.  

One of the most interesting phenomena observed in the present In-Y thin film study 
is that the morphology and extrusion kinetics of In-whiskers are strongly affected by the 
chemical composition, even within the narrow composition range of 18 to 25 at.%Y. This 
range could be related to a possible homogeneity range for the formation of single phase 
Y1-xIn3 with a Y deficiency. However, a more systematic study for the correlation 
between the composition, phase constitution, and morphology in as-deposited In-Y thin 
films is necessary for better understanding. As for the size of whiskers, Tu et al. have 
proposed that radius of Sn-whisker, R, is determined by a balance between surface 
energy per unit area, γ, and strain energy per unit volume, ε, as following [21], Thus, 

  
R=2γ/ε                                                                                                             … (3) 

 
Qualitatively speaking, thin (thick) In-whiskers are expected to form when the strain 
energy, hence compressive stress, is large (small). It might be the case that the change in 
Y composition causes the change in reactivity between In-Y thin films and atmosphere, 
and hence the change in strain energy stored in the film. Lower strain energy should be 
associated with a lower Y content in the film simply because of the smaller volume of 
Y2O3 and/or Y (OH) 3 which could be formed. This is consistent with the here reported 
observation that thicker In-whiskers are formed at smaller Y concentrations than the 
nominal YIn3. It should also be pointed out that the In-whisker growth behavior may be 
influenced not only by the chemical composition, but also by the constitution and 
microstructure of the film. Sputtered thin films are known to exhibit quite different 
microstructural features compared to bulk materials [22]. For instance, the grain size of 
sputtered thin films is often in the range of 10-100 nm, which are one or two orders of 
magnitude smaller than those of typical bulk polycrystalline materials. Because of the 
large grain boundary density, the film reactivity to atmosphere is expected to be enhanced 
due to grain boundary diffusion as compared to bulk samples. The very large whisker 
growth rate, ~1500 Å/s, obtained in the present thin film study may be understood in 
terms of an accelerated reaction due to fine grain structures of the thin films.  

Finally, as already mentioned above, the use of compositionally graded In-Y thin 
films enables the efficient investigation of interesting morphological In-whisker features. 
For instance, in Figure (5), a cross-sectional feature of a film exhibiting uniquely self-
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organized In-whiskers is presented. The thin In-whiskers with the diameter of ~0.2 μm 
are well-aligned, highly densely in a large area along the surface normal, and the length 
of each whisker is very similar and about 10 μm. This suggests that the whisker nucleate 
almost simultaneously. This type of whisker morphology may be useful for application 
such as gas sensors where a large surface to volume ratio is required. 
 
CONCLUSIONS  

In this work we have demonstrated the spontaneous formation of In-whiskers from 
YIn3 thin films deposited by combinatorial magnetron sputtering. In-whiskers were 
found to be extruded spontaneously from the roots only upon exposure of the films to 
atmosphere, but not in vacuum. In-whisker growth is accompanied by an increase in 
oxygen content in the films. It is suggested that the In-whiskers are extruded from the 
film surface due to compressive stresses developed by preferential reactions of Y to form 
more stable compounds such as Y2O3.  

We also found that the morphology and extrusion kinetics of In-whiskers were 
strongly dependent on the Y composition of as-deposited films. The diameter of the In-
whiskers observed ranges from ~0.2 µm up to a few µm or even larger within a 
composition range between 18 and 25 at. % Y. Based on these data, the whisker 
morphology can be controlled through tuning the film composition. The results provide 
an alternative pathway towards the controlled growth of one-dimensional nanostructured 
materials.  
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Figure (1) The combinatorial magnetron sputtering platform of In-Y thin films. 

 

 
 

Figure (2) The as-deposited combinatorially sputtered In-Y thin films. 
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Figure (3) (SEM of Y-In surface after exposure in air). 

 

 
Figure (4) (SEM micrographs showing cross-sectional features of a film with 

composition gradient: (a) low magnification image (left side corresponds to In-rich. 
area, high magnification images of a top (b), and a bottom (c) part of In-whiskers 
grown. The micrographs were taken after one month exposure to atmosphere). 
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Figure (5) (SEM micrograph of uniform, dense In-whisker structure forming on a 
film surface. This micrograph was taken after three days exposure). 
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