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H I G H L I G H T S  
 

A B S T R A C T  

 The slenderness ratio affects the behavior of 

flexible piles under lateral loads. 

 Relative density of sand specifies failure 

mode of pile under the lateral loading. 

 Ultimate lateral resistance of piles affected 

by the density and slenderness ratio. 

 This research presents the results of 14 tests, where the pile is subjected to static 

lateral loads. The tests are carried out on pile models with different length / 

diameter ratios embedded in sand with different relative densities. The influence 

of embedment length to diameter ratios (L/D), relative density and mode of 

failure of the pile on the ultimate lateral resistance of piles are investigated. A 

series of different ratios of embedded length to constant diameter ranging from 

12 to 30 was used to perform this study. From the results of the experimental 

models, it is found that, the length to diameter ratio is a significant variable that 

influences the ultimate resistance of the piles, where lateral static loads were 

employed to the single pile by a static lateral load using a device designed for 

this purpose, and due to the static lateral load the pile was deflected. The ultimate 

lateral resistance of a pile is investigated to specify the behavior of the pile under 

the effect of lateral loads as a rigid or flexible pile. 
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1.Introdaction 

The piles are defined as a structural member used to carry an applied load from the superstructure to a deep strong layer as 

well as to reinforce the soil. The embedded length of the pile depends on the magnitude of the applied load and the type of soil. 

Usually, the resistance of the lateral load for pile foundations is essential in the design of the structures which are undergoing 

earthquakes, ship impacts, high wind, movement of soil, and waves action. The vertical pile resists lateral loads or moments by 

deflecting laterally until the essential reaction in the surrounding soil is prepared. The lateral load piles are used to support the 

structures, such as high- buildings subjected to earthquakes and offshore constructions, so the behavior of laterally loaded piles 

is one of the main problems affected by the soil structure interaction [1]. The major objective of this research is to investigate 

the effect of relative density of sand on the behavior of the laterally loaded pile and to study the behavior of the pile under the 

effect of lateral loads and to specify a failure point in the pile. 

2.The Failure Mechanisms of Laterally Loaded Piles  
The purpose is to identify a short pile when the lateral resistance of the soil has been exceeded and reached failure. While 

the failure mechanization of an extremely long pile is various. Theoretically, the passive resistance to yielding provided by the 

soil below the yield point can be considered infinite and rotation of the pile cannot occur, where the lower part remains vertical 

while the upper part deforms to a shape shown in Figure 1b in which failure takes place when the pile yields at the point of the 

maximum bending moment, and for the purpose of analysis, a plastic hinge that is able of carrying shear is assumed to develop 

at this point. 

The failure technique of a short pile for the free headed and the fixed head condition is shown in Figure 1a and b. In the 

case of long (flexible) piles, failure is related, when the moment at one or more points passes the moment of resistance of 
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lateral load, and the failure occurs by the generation of one or more plastic hinges along the length of the pile. The failure 

modes for a long pile are shown in Figure 1a. This is with a distance from the ground [2]. 

 

 

Figure 1: Modes of failure as short rigid piles 

and long flexible piles: (a) free headed – 

short pile; (b) free headed– long pile 

Figure 2: Specification of structural failure of the 

flexible pile by the length/diameter ratio versus 

ultimate load (Binu Sharma 2011) 

3. Analysis of Laterally Loaded Piles 

Binu Sharma (2011) studied a method to determine whether a pile behaves as rigid or as flexible, where he suggested a 

procedure to specify the flexible pile by studying the change of ultimate lateral load with the length/diameter ratio of the piles 

as shown in Figure 2.6 [3].  

However, the failure mechanism is observed to be influenced by relative density of the sand bed. Transition from rigid pile 

to flexible pile happened at L/D ratio between "21 to 24" at relative density of 30%", whereas at relative density of 50% and 

80% it occurred at L/D ratio between "18 to 21" and between "12 to15", respectively. As relative density increases, the 

probability of structural failure occurs as shown in Figure 2. 

The following equation is used to calculate the ultimate lateral load for floating piles. This analysis is based on the limit 

analysis theory proposed according to [4]. 

Hu=
          

   
                                                  (1)  

Where:  Hu = Ultimate lateral load,  

                 γ = Dry unit weight of sand,  

                 L = Embedded length, and  

                 B = Pile width or diameter.  

             e = Distance from horizontal applied load at the pile to ground surface, and  

          Kp = tan
2
 (45 + ∅/2), where φ is the internal friction angle of the soil [4]. 

4. Experimental Work 

In this study, two groups of tests are carried out to investigate the behavior of pile-soil interaction under lateral loading to 

specify the flexible pile. The first group: Seven single piles were installed within a loose state with an RD=30%. The second 

group: seven single piles were embedded within a medium state with an RD= 50%.                                                              

Material Properties 

1. Sand Characterization: The soil samples used in this study are brought from Karbala city, Iraq. The grain size distribution 

of the soil used is displayed in Figure (3). The standard tests are conducted to determine the physical and mechanical 

properties of the soil type. The soil is classified as well graded sand (SP) according to (USCS). Table (1) summarizes the 

physical properties of the tested sand. 

2. Model of Pipe Piles: In this study, 14 models of steel pipe pile with a diameter of (20 mm), wall thickness 0.5 mm and 

different lengths of piles of (360, 420, 480, 540, 600, 660 and 720) mm are used to perform the physical models (see, Plate 

1). The ratio of the length/diameter (L/D) of the piles is used as suggested by Sharma (2011), which is varied between (12 

-30). 

3. The Set-up of the Experimental Model: A device of the experimental model is shown in Plate 2 and Figure 4. A cube steel 

container with dimensions of (750 × 750× 750) mm is used. The lateral loading system includes a horizontal hydraulic 

jack system and we modified it with (15mm) loading screw steel shaft that employs a lateral force which is applied on the 
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pile cap by using a sharpen shaft that gives the ability to provide a point load, and the shaft is attached with a load cell and 

it is an indicator to measure the load applied from the jack, where this load cell is joined between the loading steel shaft 

(that is united with the hydraulic jack) and the sharpen shaft attached with piles head as in Plate 3 a and c). 

 

 

Figure 3: The grains size distribution curve Figure 4: The general layout of the experimental 

model 

 

 

 

Plate 1: The model of piles Plate 2: (a) Frame holding hydraulic jack, (b) 

AC drive and (c) hydraulic jack 

 
Plate 3: The dial gauge used to measure the lateral 

displacement of Pile 6.  

The Ultimate Lateral Resistance of Piles 

 

The hydraulic jack is programmed to move with a rate of changes from a very slow movement to a moderate movement 

rate where we can input it manually from the "AC" system to obtain an appropriate rate of movement. The hydraulic jack 

system firstly consists of "a control device to change the speed rate (AC derive) cylinder and an electric jack".  The structure of 

the hydraulic jack is designed so that it moves up and goes down along the shaft structure that carries the jack so that many 
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levels can be obtained using the same loading. The electrical device is (AC Inverter from Hyundai Company). It is used to 

measure the speed rate from (5 -100) mm/min. This device has been manufactured by Elewi, A. S. (2017) [9]. 

4. Dial gauge: A dial gauge  is used to measure the displacement of the pile as in Plate 3. 

5. Results and Discussion 

Behavior of Soil-Pile System under Lateral Loading: The ultimate lateral loading should be defined to explain the results of a 

laterally loaded single pile. In this research, the behavior of the pile is studied as short or long. The first stage, the design of lateral load, is 

calculated by using the equation given by Davis and Poulos (1980) as explained in Chapter Two. Then, the incrimination of lateral load 

is applied at a very low rate that equals to (0.50) mm/min and we allow the pile to reach an equilibrium state at each level of lateral 

loading. The tests were performed according to the specifications of (Standard Test Methods for Deep Foundations under Lateral Load of 

ASTM D3966 - 07).  

The loading procedure is performed by applying the total load in 10 steps up to 200 percent of the design load calculated by the 

equation of Poulos and Davis (1980), where the loads is applied in increments of 25% of the working load until reaching the ultimate 

lateral load (i.e., 25 percent, 50 percent, 75 percent, 100 percent 125 percent, 150 percent, 170 percent, 180 percent 190 percent, and 200 

percent). The applied lateral load, displacement of pile at the ground surface and pile head deflection are recorded. Figures 5 to 11 show 

the lateral loads-displacement of piles with different length/diameter ratios embedded in loose sand with a relative density of (RD=30%). 

Figures (12 to 18) show the ultimate lateral load of piles with different length/diameter ratios embedded in medium sand 

with a relative density of ( RD=50%). 

From the results of lateral loads-displacement curves shown in Figures (5- 18), it can be seen that by an increase in (L/D) 

ratio the lateral loads of each pile increased in whole specific relative densities. 

Due to that, the ultimate resistance of piles for a same L/D ratio increases with an increase in relative density.  

  

Figure 5: Lateral loads-displacement curve of pile 

in sand with relative density of 30% 

Figure 6: Lateral loads-displacement curve of pile 

in sand with relative density of 30% 

 
 

Figure 7: Lateral loads-displacement curve of pile 

in sand with relative density of 30% 

Figure 8: Lateral loads-displacement curve of pile in 

sand with relative density of 30% 
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Figure 9: Lateral loads-displacement curve of pile 

in sand with relative density of 30% 

Figure 10: Lateral loads-displacement curve of pile in 

sand with relative density of 30% 

 
 

Figure 11: Lateral loads-displacement curve of pile in 

sand with relative density of 30% 

Figure 12: Lateral loads-displacement curve of pile in sand 

with relative density of 50% 

 
 

Figure 13: Lateral loads-displacement curve of pile in 

sand with relative density of 50% 

Figure 14: Lateral loads-displacement curve of pile in sand 

with relative density of 50% 
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Figure 15: Lateral loads-displacement curve of pile in 

sand with relative density of 50% 

Figure 16: Lateral loads-displacement curve of pile in sand 

with relative density of 50% 

 
 

Figure 17: Lateral loads-displacement curve of pile in 

sand with relative density of 50% 

Figure 18: Lateral loads-displacement curve of pile in sand 

with relative density of 50% 

  
Figure 19: The length/diameter ratio versus ultimate 

lateral resistance at relative density of 30% 

Figure 20: The length/diameter ratio versus ultimate lateral 

resistance at relative density of 50% 
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6. Effect of Lateral Loading on the Pile with the mode of failure  

In this study, the failure of pile under lateral load is specified as the point on the ultimate lateral resistance against the 

lateral loads - displacement curve, "the curve stays continuous with displacement increase without an extra increase in the 

lateral load". The ultimate lateral resistances of pile are obtained from load-displacement curves by these following criteria:  

1. A single tangent method. 

2. A double tangent method. 

3. The load corresponding to line displacement equals to 10% pile diameter.  

Broms (1964a) in his investigation about the lateral loads piles in the cohesion less soil, considered two types of failure of 

piles. The first is a failure of soil and the other is the crack of piles by a forming of plastic hinge or structural failure in the 

body of the pile. It can be observed that the first type is a short pile. A short pile on application of lateral load rotates and 

passive resistance is developed near the ground surface at the opposite face. 

Failure occurs at the toe when the passive resistance at the head and toe are exceeded. In the case of a long pile, where it is 

noticed that the accumulative passive resistance that is formed at the lower portion of the pile is very high and because that a 

pile cannot rotate, where the failure happens in the point of a maximum bending moment. Figures (19) and (20) show the 

variation of ultimate lateral load resistance of pile with different ratios of length/diameter of the pile at the two different 

relative densities. The figures clearly show the effect of relative density on the ultimate lateral resistance, where, the rate of 

increase in the ultimate lateral resistance is linear up to L/D 24 and 21 for the pile embedded in loose and medium sand, 

respectively. After that, the relationship is non-linear indicating that the failure occurred in the pile, therefore; the pile is 

behaving as a flexible pile [10]. 

7. Conclusions 

The following conclusions can be drawn from the study:                            

1. The ultimate lateral resistance is affected by the density of sand, where it is increased by increasing the density. 

2. The ultimate lateral resistance is affected by the length to diameter ratio of the pile where it increases by increasing 

the ratio of "length/ diameter" (L/D). 

3.  The pile under the influence of lateral loads behaves as a rigid pile when the (L/D) is greater than 24 which is 

embedded in the sand with a density of (RD= 30%).  

4. The pile under the influence of lateral loads behaves as a flexible pile when the (L/D) is greater than 21 which is 

embedded in the sand with a density of (RD= 50%). 
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Apendix: 

A.1 the theoretical side by evaluation applied lateral loaded and displacement  

 
Table (A-1): Applied lateral loaded and displacement in loose sand for one pile                               

 

 

 

 

  

 

 

 

 

 Table (A-2): Applied lateral loaded and displacement in medium sand for one pile 

 

 

 

 

 

 

 

 

 

 

  Displacement     Design Load           min Load       Load Duration 

         0       0                         0                                          0  

         3 25                                  10                                       29.5             

         6 50                                   10                                       59               

        10 75                                   15                    88.5 

        12 100                                20                                  118.5 

           18 125                                20                                 147.5 

        23 150                                20                                   177 

        27 170                                20                                 200.6 

        36 180                                20                      212.4 

        38 190                                20                                   224 

         39 200                               60                               236 

       Displacement  Design Load, %     Load Duration, min             Load    

0                0                          0                                          0  

4  25                                  10                                       35.15       

8  50                                  10                                       70.3               

12  75                                   15                    105.4 

23  100                                20                                   140.6 

29  125                                20                                   175.7 

35  150                                20                          210.9 

39  170                                20                                    239 

40.0  180                                20                                    253 

45  190                                20                                    267 

47.8  200                                60                                   281.2 
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